
Table linen

Overloading, inadequate rinsing, residual bleach 
in fabric, iron residues, drying at too high a 
temperature, excessive detergent.
Simple tests will enable easy identification of 
cause.

Do not overload machine.
Do not leave to dry in trolleys or baskets.
Use correct dosage.
Once cause is identified, a simple solution is 
usually enabled.
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