
Any, usually whites

Iron residues (yellow, brown or reddish) and copper 
residues (green) could be associated with rusted 
metals or dissolved metals in steam lines, in 
pipework or in bore hole water. Leaks in pipes or 
roofing can cause water to trickle and deposit. Wet 
textiles left in contact with metals over time can 
lead to significant coloured marking. Stray pieces 
of metal left over from service works in non-metal 
tanks can leach metals which later form stains.

ITEM AFFECTED

CAUSE

SOLUTIONS
To prevent the issue, avoid using mixed metal 
piping. Coat pipework. If using bore hole water, 
install an iron treatment plant. Keep wet textiles 
away from raw exposed metal surfaces.

As a solution for discrete rust or copper marks, spot 
treat with rust remover according to the instructions 
in the Product Information Sheet, remembering to 
wear PPE. Flush well with water and/or Launder as 
normal immediately afterwards.
        RUST REMOVER

To remedy iron yellowing or prevent it in bulk, dose 
a sequestrant in with the main wash detergent and 
couple to a sour rinse to alleviate any iron in the 
rinse.
        PHOENIX ION, ECO SOUR

IRON & COPPER


